CERTROME
CERTIFICATION
SERVICES

CERTIFICATE

Certificate No:2595

This certificate is granted to the organization

Central Carbonate Co.

Shahid Habibi industrial zone, Mahallat city, Markazi province, Iran

In compliance with the standard

HACCP

Concerning the following activities
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Manufacture of Calcium Carbonate and of Mineral Supplement for

Livestock, Poultry and Aquatic Feed

Date of Issue : 18 Jan 2021
Expiry Date : 17 Jan 2022
Certificate Period: 3 years ( 1st Year)
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Certrome
Certification Services

The authenticity of this certificate can be confirmed online or by e-mail to the Head Office via: info@certrome.c:
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1400-5586

Element Sio2 Al203 BaO Ca0 Fe203 K20 Mgo MnO Na20 P205 so3 Tio2 Lol
Unit % % % % % % % % % % % % %

DL 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05
Scheme WR-01  WR-01  WR-01 WR-01 WR01 WRO01 WR01 WR-01 WR01 WR01 WRO01 WR-01 WR-01
Sample Name

L2402 165 0.42 < 54.48 011 0.08 033 < < < 0.13 < 42.80
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1399-0173

Element F(-)
Unit ppm
Method Env-01
DL 0.1
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1399-0173

Element 4 b s sb sc sr T T u v Y Yb zn 7

Unit ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm
oL 10 1 50 0.5 05 2 B 10 5 1 . . s
Method MMS-01 MMS-01 MMS-01 MMS01 MMS01 MMS01 MMs01 MMS-01 MMS-01 MMS-01 MMs-01 MMS-01 MMS-01 MMSs-01
©

c©

19901 89 <1 82 0.7 <05 253 58 38 <5 5 2 22 <1 <5
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1399-0173

Element Ag Al As Ba Be Ca cd Ce Co Cr Cu Fe K La L Mg Mn Mo Na Ni
Unit ppm ppm PPM  ppm  ppm  ppm  ppM  PpmM  ppm  PpmM  ppm  PPM  PPM  PpM  ppmM  ppm  ppm  ppm ppm  ppm
oL 0.1 100 05 s 1 100 01 1 1 1 100 100 1 . 100

Method MMS-01  MMS-01 MMS01 MMS-01 MMS01 MMS01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS-01 MMS01 MMS-01 MMS-01 MMSO1 MMS01 MMS-01 MMS-01
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19901 0.24 389 29 7 < >10% 022 6 <1 2 2 667 155 2 1 1355 80 <05 172 <
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1400-10137

Element Si02 BaO Ca0 Fe203 K20 MgO MnO P205 S03 Tio2 Cu Lol
Unit % % % % % % % % % % % %

DL 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.50 0.05
Scheme WR-02 WR-02 WR-02  WR-02 WR-02 WR-02 WR-02 WR-02 WR-02 WR-02 WR-02 WR-02
Sample Name

L2403 < < < < < < < < 3210 < 2545 4245
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1400-10137

Element Ag Al As Ba Be Ca cd Ce Co Cr Cu Fe K La Li Mg Mn Mo Na Ni
Unit pPM  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm ppm  ppm
DL 0.5 100 05 5 1 100 01 1 1 1 1 100 100 1 1 100 5 05 100 1
Method MMS-DAI MMS-DAIMMS-DA MMS-DA MMS-DAMMS-DA MMS-DA MMS-DA MMS-DA MMS-DA MMS-DA MMS-DA MMS-DA MMS-DAMMS-DAMMS-DA MMS-DAMMS-DAN MMS-DA MMS-DA
Sample Name
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1400-10137

Element [ 4 Pb S Sb Sc Sr Th Ti u v Y Yb Zn Zr

Unit ppm  ppm  ppm pPPM  ppmM  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm
DL 10 1 50 0.5 0.5 2 5 10 5 1 0.5 0.2 1 5
Method MMS-DAMMS-DA MMS-DAN MMS-DAMMS-DA MMS-DA MMS-DAMMS-DA MMS-DA MMS-DA MMS-DAMMS-DA MMS-DAMMS-DAM
Sample Name

L2403 1884 64 >3% 122 45 2 <5 11 <5 4 <0.5 <0.2 377 <5
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1400-4869

Element Si02 Al203 BaO Ca0 Fe203 K20 MgO0 MnO Na20 P205 S03 Tio2 Cr203 Lol
Unit % % % % % % % % % % % % % %

DL 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.50 0.05
Scheme WR-01 WR-01 WR-01 WR-01 WR-01 WR-01 WR01 WR01 WR01I WR01 WR01 WR01 WR01 WR-01
Sample Name

L2401 69.45 13.95 0.06 1.58 2.35 4.47 0.83 0.11 249 0.06 0.22 0.46 < 3.98
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1400-7088

Element P Pb S Sb Sc Sr Th Ti u v Y Yb Zn Zr

Unit ppm  ppm  ppm pPM  PPM  ppM  ppm  ppm  ppM  ppm  ppm  ppm  ppm  ppm

DL 10 1 50 0.5 0.5 2 5 10 5 1 0.5 0.2 1 5

Method MMS-DA MMS-DA MMS-DAM MMS-DA MMS-DA MMS-DA MMS-DA MMS-DA MMS-DA MMS-DA MMS-DA MMS-DA MMS-DA MMS-DAM
L2412 283 1 368 1.08 44 98 <5 2316 <5 12 24 2 37 108
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1400-7088

Element Ag Al As Ba Be Ca Cd Ce Co Cr Cu Fe K La Li Mg Mn Mo Na Ni

Unit ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm

DL 05 100 0.5 5 1 100 01 1 1 1 1 100 100 1 1 100 5 05 100 1
Method MMS-DAN MMS-DAN MMS-DAI MMS-DA MMS-DA MMS-DA MMS-DA MMS-DA MMS-DA MMS-DA MMS-DA MMS-DA MMS-DA MMS-DA MMS-DA MMS-DA MMS-DA MMS-DANV MMS-DA MMS-DA

L2412 <0.5 75736  12.6 301 19 13704  <0.1 S5 2 a4 30 12134 27943 28 14 4107 629 071 17880 4
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SEMI-QUANTITATIVE ANALYSIS

Seq. [Sumple No|lab. No| Unit | Si0, JALO; |Fe,0; | Ca0 | MgO [Ne,O | K0 | S0; |TIO, | ¢ |LO.L*
1 - 385 | % | 656 103)] 14 | 07 07 44 | 28 | 0.1 | 0.2 0.5 | 12,8
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1400-2983
Element Sio2 Al203 BaO Ca0 Fe203 K20 Mg0o MnO Na20 P205 S03 Tio2 LOI
Unit % % % % % % % % % % % % %
DL 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05
Scheme WR-01 WR-01 WR-01 WR-01 WR-01 WR-01 WR-01 WR-01 WR-01 WR-01 WR-01 WR-01 WR-01
co
co
14000325-01 17.81 0.69 < 218 218 0.06 67.17 0.14 0.15 < 0.20 < 9.15
14000325-02 25.18 0.65 < 2.16 3.97 < 59.88 0.14 0.17 < 0.22 < 7.28
14000402-01 5.97 0.12 < 132 0.76 < 71.66 0.12 0.06 < 0.14 < 19.69
14000402-02 9.22 0.27 < 1.57 1.23 < 72.16 0.13 0.09 < 0.16 < 15.00
9 W .. = a
J No.23, Taharian St Arghavan Alley, Jonah Pr oject! Pr Ivate
Highway, T2hran, IRAN T
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TS (g 0 50T 5l Gpad oS (50 Bl ol
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95ZR-3971 Me
Element Ag Al As Ca Cd Ce Co Cr Cu Fe La Li Mg Mn
Unit pPM  ppm  ppm  ppm  ppm  ppm pPM  ppm  ppm  ppm  ppm  ppm  ppm  ppm
DL 0.1 100 05 100 0.1 1 1 1 1 100 1 1 100 5
Method ME-01 ME-01 ME-01 ME-01 ME-01 ME-01 ME-01 ME-01 ME-O1 ME-01 ME-O1 ME-01 ME-01 ME-01
co
co
2-6C270 013 1112 23 9962 0.21 1 42 233 8 14238 <1 2 =2% 584
AN-CCM-9510 0.14 1115 21 22536 0.2 3 7 128 10 13377 1 3 >2% 886

No.23, Taharian Sk, Arghavan Alley, Jenah Pr oject! Pri vate
Highsvay, Tahran, IRAN Sae
ok 198 2 49735 Fax: 498 21 44045 367 A UARTAR E
TABL eo ok 3IUT (gla 4 ga oS oS50 bl ol
TASL (oo pima <850 eladl 5 e b s
95ZR-3971 Me
Element Mo Ni P Pb S Sb Sc Th \ ¥ Yb Zn
Unit ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm
DL 05 1 10 1 50 05 05 05 1 05 02 1
Method ME-01 ME-01 ME-01 ME-01 ME-01 ME-01 ME-01 ME-01 ME-01 ME-01 ME-01 ME-01
Cco
CcO
2-6C270 0.65 1080 <10 5 130 0.98 3 2 6 <05 <02 27

AN-CCM-9510 072 1815 12 4 261 091 26 3 S 1 02 29



e iy S

>, 25

e

G ) bras o )13} dna olEdula 3 1) o)1) daiza slEdula iso 17025:9
A g ok T A s ) A g 208 8 B el dang

1400-2321
Element Si02 Al203 BaO Ca0 Fe203 K20 MgO MnO Na20 P205 S03 Tio2 Lol
Unit Y% % % % % % % % % % % % %
DL 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05
Scheme WR-01 WR-01 WR-01 WR-01 WR-01 WR-01 WR-01 WR01 WR01 WR-01 WR01 WR-01 WR-01
co
Cco
140002-01 13.15 0.27 < 125 257 < 39.15 0.09 0.16 < < < 43.12
140002-02 16.05 0.35 < 117 283 < 37.77 0.10 0.10 < < < 4137
140002-03 6.41 0.28 < 122 129 < 43.19 011 0.08 < < < 47.23
140002-05 5.83 021 < 1.02 0.58 < 4369 0.09 0.08 < 0.08 < 48.32
140002-06 15.58 0.25 < 140 208 < 38.04 0.09 0.07 < 0.08 < 42.17
140002-07 5.63 0.26 < 130 0.88 < 4364 0.08 0.07 < 0.06 < 4794
140002-08 1476 0.49 < 138 167 < 38.87 0.08 0.10 < 0.13 < 4231
140002-09 4.80 < < 0.67 0.75 < 4420 0.09 0.05 < < < 4933
140002-10 6.48 0.15 < 121 129 < 43.16 0.09 0.09 < < < 47.36
ZARAZMA |
Highway, Tehvan, [RAN
Tel: +98 21 49735  Fax: +98 21 440 46 367 VE- T {2
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99ZR-2464AF
Element Si02 AI203 BaO CaO Fe203 K20 MgO MnO Na20 P205 SO3 TiO2 Cr203 LOI Sr Ni
Unit % % %o % % % % % % % % % % %o % %o
DL 005 005 005 005 005 005 005 005 005 005 005 005 005 0.05 005 0.05
Scheme WR-01 WR-01 WR-01 WR-01 WR-01 WR-01 WR-01 WR-01 WR-01 WR-01 WR-01 WR-01 WR-01 WR-01 WR-01 WR-01
co
co

PPM-1 @70% 11.87 0.26 < 122 2.66 < 39.88 0.11 0.16 < < < 0.14 4355 < 0.10
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1400-1937
Element 502 A203 82O ca0 Fe203 K20 Mg0  MnO  Na20  P205  SO3 Tio2 o1 sr
Unit % % % % % % % % % % % % % %
oL 005 005 005 005 005 005 005 005 005 005 005 005 005 005
Scheme WRO1  WROl  WRO1  WRO1 WRO1 WRO1 WROl WROl WRO1I WRO1 WROl WRO1 WRO1 WROL
co
o
2019 853,Ses 3Kin 2843 3.0 046 733 1574 085 110 2715 042 177 054 012 129 014
-
ST 50T
CEPR, 5
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Element
Unit

DL

Scheme

co

co

Sy Slalge

Sio2 A203 BaO Ca0 Fe203 K20 MgOo MnO Na20 P205
% % % % % % % % % %

0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05 0.05
WR-01  WR-01  WR-01 WR-01 WR-01 WR-01 WR01 WR-01 WR-01 WR-01

S03

0.05
WR-01

43.88

Tio2

0.05
WR-01

Lol

0.05
WR-01

18.57

0.05
WR-01

<

0.05
WR-01

0.05
WR-01

3579

0.05
WR-01



